INTERNATIONAL AIRCRAFT MATERIALS FIRE TEST WORKING GROUP MEETING

JUNE 20-21, 2012
Hosted by DGA Aeronautical Systems and Airbus

Preliminary Agenda

WEDNESDAY, JUNE 20, 2012

8:30-8:45 AM

8:45-9:00 AM

9:00-10:00 AM

10:00-10:15 AM

10:15-10:30 AM

10:30-10:40 AM

10:40-11:00 AM

11:00-11:30 AM

11:30-11:45 AM

11:45-1:00 PM

1:00-1:20 PM

1:20-1:30 PM

1:30-1:45 PM

1:45-1:55 PM

1:55-2:15 PM

2:15-2:20 PM

2:20-2:30 PM

2:30-2:45 PM

2:45-5:00 PM

Welcome and Presentations from Meeting Hosts
Working Group Introductions
ARAC Recommendations — J. Davis
ARAC Questions & Answers — J. Gardlin (FAA)
Break
Cargo Liner Oil Burner Test — T. Marker (FAATC)
Magnesium Alloy Test — T. Marker (FAATC)
Burnthrough/NexGen Burner — R. Ochs (FAATC)
Composite In-Flight Flammability Test — R. Ochs (FAATC)
Lunch
OSU/Heat Flux — M. Spencer (for Mike Burns)
Radiant Panel for Insulation — P. Cahill (FAATC)
Wiring Test — P. Cahill (FAATC)
Evacuation Slide Test — P. Cabhill (FAATC)
Seat Cushion Oil Burner Test — R. Hill (FAATC)
Bunsen Burner Test — R. Hill (FAATC)
Develop AC Material for Cargo Liner — R. Hill (FAATC)
Break
Task Group Meetings:
Magnesium Seat Frame Flammability Test (T. Marker)
Burnthrough/NexGen Burner (R. Ochs)
OSU Test (M. Spencer)

AC Material for Cargo Liner Testing (R. Hill)
Radiant Panel for Insulation (P. Cabhill)
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THURSDAY, JUNE 21, 2012

8:30-10:00 AM Task Group Meetings:
Cargo Liner Test (T. Marker)
Composite In-Flight Flammability Test (R. Ochs)
Wiring Flammability Test (P. Cahill)
Seat Cushion Oil Burner Test (R. Hill)

10:00-10:15 AM Break
10:15-10:45 AM Task Group Reports

All Task Group Leaders
10:45-11:05 AM Standardization Update — J. Gardlin (FAA)
11:05-11:20 AM Q&A Session — FAATC

11:20-11:40 AM Working Group Member Presentations

11:40-12:00 Noon Final Discussion/Next Meeting



