INTERNATIONAL AIRCRAFT MATERIALS FIRE TEST WORKING GROUP MEETING
Preliminary Agenda
March 6-7, 2013

Hosted by Boeing Commercial Airplane Group, Renton, Washington, USA

WEDNESDAY, MARCH 6, 2013

8:30-8:45 AM Welcome and Introductions
8:45-9:10 AM Cargo Liner — T. Salter
Recent Work

Round Robin Update

9:10-10:10 AM Cargo AC

Components of AC Presentations
10:10-10:30 AM Magnesium Alloy Test — T. Marker
10:30-10:45 AM Break
10:45-11:05 AM Burnthrough/NexGen Burner — R. Ochs
11:05-11:35 AM Composite In-Flight Flammability Test — R. Ochs

11:35 AM-12:05 PM Boeing Update of Composite Flame Propagation Testing — R. Andrade (Boeing)

12:05-1:30 PM Lunch

1:30-2:00 PM OSU/HR2 — M. Burns

2:00-2:30 PM OSU RR Statistical Analysis and Proposal for Improved RR — B. Grogan (Boeing)
2:30-2:50 PM Radiant Panel for Insulation — P. Cabhill

2:50-3:10 PM Wiring Test — P. Cahill

3:10-3:30 PM Break

3:30-4:00 PM Seat Cushion Oil Burner — T. Salter

4:00-4:30 PM Seat AC



INTERNATIONAL AIRCRAFT MATERIALS FIRE TEST WORKING GROUP MEETING
Preliminary Agenda
March 6-7, 2013

THURSDAY, MARCH 7, 2013

8:30-10:00 AM Task Group Meetings |
Magnesium Alloy
Composite In-Flight Flammability Test
osu
AC for Cargo Liner/Cargo Liner Task Group
Radiant Panel

10:00-11:30 AM Task Group Meetings |l
Seat Cushion Oil Burner
Wiring Flammability
Burnthrough
OSU (continued — if needed)

11:30 AM-1:00 PM Lunch

1:00-1:45 PM Task Group Reports

1:45-2:00 PM Evacuation Slide Test — P. Cahill

2:00-2:30 PM Ducting Fire Model — D. Slaton (Boeing)

2:30-3:00 PM Contamination of Thermal Acoustic Insulation Study

3:00-3:15 PM Additional Discussion/Next Meeting



