
INTERNATIONAL AIRCRAFT MATERIALS FIRE TEST WORKING GROUP MEETING 
 

Hosted By FAATC Atlantic City, New Jersey, USA 
 

OCTOBER 19-20, 2011, AGENDA 
 
WEDNESDAY, OCTOBER 19, 2011 
 
8:30-8:45 AM  Welcome and Introductions 
 
8:45-9:00 AM  ARAC Update 
 
9:00-9:15 AM  Cargo Liner Oil Burner Test – T. Marker 
 
9:15-9:35 AM  Magnesium Alloy Test – T. Marker 
 
9:35-9:50 AM  Break 
 
9:50-10:00 AM Burnthrough Test – R. Ochs 
 
10:00-10:20 AM Composite In-Flight Flammability Test – R. Ochs 
 
10:20-10:35 AM Heat Flux Transducers – M. Burns  
 
10:35-10:50 AM OSU – M. Burns 
 
10:50-11:10 AM Wiring Test – P. Cahill 
 
11:10-11:15 AM Ducting Test – P. Cahill 
 
11:15-11:30 AM Evacuation Slide Radiant Heat Test Round Robin – D. Do 
 
11:30-11:35 AM RTCA  
 
11:35-1:00 PM Lunch 
 
1:00-1:10 PM  Bunsen Burner Test – D. Hill 
 
1:10-1:30 PM  Seat Cushion Oil Burner Test – T. Salter 
 
1:30-1:45 PM  Radiant Panel Test for Insulation – P. Cahill 
 
1:45-3:20 PM  Task Group Meetings I
    Cargo Liner Test (T. Marker) 
    Burnthrough Test (R. Ochs) 
    OSU Test (M. Burns) 
    Ducting Material Test (P. Cahill) 
    Bunsen Burner Test (D. Hill) 
    Radiant Panel for Insulation (P. Cahill) 
    Evacuation Slide Test (D. Do) 
       
 
3:20-3:30 PM  Break 
 
3:30-5:00 PM  Task Group Meetings II
    Magnesium Seat Frame Flammability Test (T. Marker) 
    Composite In-Flight Flammability Test (R. Ochs) 
    Heat Flux Transducers (M. Burns) 
    Wiring Flammability Test (P. Cahill) 
    Seat Cushion Oil Burner Test (T. Salter/D. Hill) 



 
 

INTERNATIONAL AIRCRAFT MATERIALS FIRE TEST WORKING GROUP MEETING 
 
 
 
THURSDAY, OCTOBER 20, 2011 
 
 
 
8:00-9:00 AM  Informal Discussion on Various Task Groups – All 
 
9:00-10:00 AM Status/Updates from Task Group Leaders 
 
10:00-10:05 AM Generic Language for Common Test Apparatus in New Appendix –  

R. Ochs/P. Cahill 
 
10:05-10:15 AM Composite Testing Update – J. Hode 
 
10:15-10:30 AM Break/Main Meeting Adjourns  
 
10:30-12:30 PM Task Group Meetings I (continued as needed) 
    Cargo Liner Test (T. Marker) 
    Burnthrough Test (R. Ochs) 
    OSU Test (M. Burns) 
    Ducting Material Test (P. Cahill) 
    Bunsen Burner Test (D. Hill) 
    Radiant Panel for Insulation (P. Cahill) 
    Evacuation Slide Test (D. Do) 
      
12:30-1:30 PM Lunch 
 
1:30-3:30 PM  Task Group Meetings II (continued as needed) 
    Magnesium Seat Frame Flammability Test (T. Marker) 
    Composite In-Flight Flammability Test (R. Ochs) 
    Heat Flux Transducers (M. Burns) 
    Wiring Flammability Test (P. Cahill) 
    Seat Cushion Oil Burner Test (T. Salter) 


